
NO.2016-H-112

Test Item Inspection Results Executive standard

Iodine Adsorption Value,mg/g 1062 GB/T12496.8-1999

Particle size. 12-40mesh GB/T12496.2-1999

Methylene Blue 8.5ml/0.1g GB/T12496.16-1999

Intensity 99.20% GB/T12496.6-1999

Ash content 2.70% GB/T12496.3-1999

Deposit volume 0.55g/ml GB/T12496.1-1999

Analyst:

Test report

Expository: Nut Shell Activated Carbon (Apricot)
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